
• 1). Clean with D/2 Biological solution • 2). Use an Dremel or diamond blade to put cross 
hatch marks on each side of bonding area

• 3). Then use acetone 
and a rag to clean up 
dust on bonding area

• Cut the stone flat to mount it on your concrete or if the base piece is there and fits 
good just glue them together. Repeat steps 2 through 5

• 4). I recommend using 
Bonstone Ultimate or 
Glacier to bond the 
stone together and to 
glue it to the base. The 
Ultimate is available in 
190ml cartridges that 
fits a caulk gun. Glacier
is available in a 250ml 
cartridge or cans. Just 
apply a thick bead 
where stone is to be 
bonded. Use a plastic 
putty knife to spread 
evenly. Avoid squeeze-
out if possible. Tool back 
the ultimate or Glacier in 
the joint before it sets 
up. 

• 5). To patch any gaps 
and surface joints use 
the HRM Repair Kit. This 
mortar works  great for 
patching headstone and 
joints 

HEADSTONE REPAIR


	Slide Number 1

